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ABSTRACT
This work presents the results of the study of a fragment of architectural terracruda sculpture
from the Buddhist archaeological site of Tepe Narenj (Kabul, Afghanistan, fifth-ninth centuries
CE) through X-ray micro-computed tomographic analysis. This technique offers great potential
for the study of artworks that, due to their nature, condition, or relevance, are not suitable for
sampling. The results have provided useful data for understanding the making of the sculpture
showing for the first time the relevance of materials of plant origin used in the composition of
the clay-based body, a feature that had not been previously highlighted and which appears to
be crucial for proposing suitable conservation interventions.
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Introduction

The practice of modelling architectural terracruda
sculptures is a very specific artistic technique that pre-
sents no known examples outside of South, Central,
and Eastern Asia. These sculptures, which can be
smaller than human size or reach several meters in
height, are skilfully modelled in situ starting from a
core skeleton of wood, brick, or stone attached to
the architecture, modelled with different clay-based
layers, frequently covered with stucco and, finally,
gilded and/or polychromed (Varma 1970; Tarzi 1986;
Luczanits 2004). Historic examples of this artistic
expression are mainly linked to the spread of Buddhist
art from the north west Indian subcontinent through
what is known today as the ‘Silk Roads’. The first Bud-
dhist instances are found, at the beginning of the
common era, in the area of present-day Pakistan,
Afghanistan, south of Uzbekistan, and Tajikistan.
Later, they spread to the Himalayas and Eastern Asia,
where examples can be identified up to modern times.

Despite their extraordinary interest, this type of
sculpture has received little attention from the scien-
tific community dedicated to heritage conservation.
The technical studies carried out so far have usually
focused on investigating the mineral and chemical

composition of the pastes and polychromies (Bayer-
ová, Gruber and, and Krist 2010; Blaensdorf and Tao
2010; Lluveras et al. 2011; Singh Gill, Priego Rendo,
and Menon 2014; Wang et al. 2014, 2020). Conversely,
the precise ethods employed to model sculptures that
usually exceed human size and where the use of
organic material of plant origin mixed with the clay
plays an extremely important role, has been little
studied. Two main issues can be identified to
account for the limited research on these sculptures:
either they are still in situ, usually in regions difficult
to access, or they have already been extensively
treated by a number of techniques that have largely
changed their morphology. Additional motives may
be related to the fact that these sculptures are pro-
duced with a modelling technique unknown outside
Asia and made of raw or unfired clay, a material that
has traditionally been little used in the West for the
production of artworks intended to ‘remain’.

In this context, interdisciplinary collaborative
research work is being carried out between the Poly-
technic University of Valencia (Spain), the University
of Calabria (Italy), and the Archaeological Institute of
Afghanistan, with the contribution of the National
Geographic Society. The aim is to fully understand
the artistic technique used to make architectural
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terracruda sculptures and then explore new conserva-
tion treatments more in line with current frameworks
using ecological and sustainable materials. For this
research, we hypothesise that this ancient technique
is still used in some areas of India, such as West
Bengal, where an ancient caste of artists continues to
produce large clay-based sculptures following a
century-old tradition described in Sanskrit ritual texts,
the oldest dating back to the eighth century CE
(López-Prat et al. 2021, in press).

The broader project combines the characterisation
of the raw materials used in the manufacture of
these ancient sculptures with data obtained during
the ethnographic field work. The aim is to compare
the production methods by means of qualitative analy-
sis of archaeological and ethnographic data, as well as
geochemical, mineralogical, and botanical analysis of
samples of clay-based sculptures, both from modern
Hindu examples and from fragments collected from a
selection of different archaeological sites in Afghani-
stan where in situ architectural terracruda sculptures
are still found. In this regard, although the research is
based on the comparison of two extremes of the
same technology and there will undoubtedly be vari-
ations caused by the time lag and geographic differ-
ence, there are clear parallels that point to similar
patterns based on the use of a core group of materials
with specific properties, and layered applications in
predetermined steps, which allow the creation of
large sculptures of unfired polychromed clay.

In this paper we present the first results of the non-
destructive analysis of a sculpture fragment (part of a
finger), sample named TN7 (Figure 1), from the archae-
ological site of Tepe Narenj (Kabul, Afghanistan). The
site, whose current name literally means ‘Hill of
orange trees’, is located on the route that connected
the historical regions of Gandhara and Bactria or, in
other words, India with Central Asia. It lies on the
eastern slopes of the Hindukush mountain chain,
only a few kilometres south of the present-day city of
Kabul (Figure 2). According to archaeological research,

Tepe Narenj was the location of a Buddhist monastery
that was active between the fifth and ninth centuries
CE. The excavations uncovered an architecturaly
complex system with three levels (lower, middle, and
upper) interconnected by a system of steps and plat-
forms (Paiman 2017). On the terraces in the middle
portion of the site stood a series of cult chapels
where the remains of multiple examples of architec-
tural terracruda sculptures are preserved (Figure 3).
Tepe-Narenj is today one of the best surviving
examples of Afghan Buddhist archaeological com-
plexes, especially because of the importance of the
architectural terracruda sculptural decoration pre-
served in situ.

These sculptures were modelled following the
aforementioned technique, which in this case involved
the use of a core skeleton of wood, followed by layers
of different clay-based plasters, finally covered with a
thin layer of white stucco that in some cases retains
traces of colour. Even though the sample studied in
this work represents only a small part of a whole
figure, its analysis is representative of the technique
and the main materials used for the rest of the sculp-
ture that, according to what we know so far, only
vary in the proportion between the inert, organic,
and clay fractions depending on the part of the body
being processed. In addition, we hope to be able to
reintegrate it to the statue of origin; this implies that
during the analytical phase the sample must be pre-
served without performing destructive operations.
However, terracruda materials are very brittle and
difficult to treat, even during the phase aimed to inves-
tigate the chemical, mineralogical, petrographic, and
textural composition. Unfortunately, the analytical pro-
cedures that allow one to obtain detailed compo-
sitional information are predominantly destructive, as
they require cutting and pulverising the sample.
Thus, X-ray micro-computed tomography (micro-CT)
was chosen as a very suitable technique. Although it
does not provide chemical or mineralogical infor-
mation, it is extremely valuable for discovering impor-
tant information on the internal structure of the
sample. In addition, it could provide data on the
number of layers that formed the finger, on the distri-
bution and dimensions of the different materials in the
different layers, on the possible presence of comple-
tely degraded organic materials used in the mixture,
and on the volumetric distribution of the voids, clay,
and inert material in the different layers.

Methodology

Object of the study

Sample TN7 (Figure 1) is, as mentioned, a fragment of a
finger, with maximum length of 21 mm and a diameter
of 36 mm. It was recovered from a wicker basketFigure 1. Macro-photo of sample TN7.
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located inside Chapel 5 – Zone III. According to the
archaeological excavations, this area belongs to the
second period of occupation of the monastery, dated
to the mid-sixth century.

Analytical techniques

Preliminary macro- and microscopic observations with
a LEICA-EZ4W microscope were followed by micro-CT,
a non-destructive technique of radiographic imaging,
able to produce 3D images of the inner structure of a
solid material with a spatial resolution in the order of
micrometers, based on a set of two-dimensional radio-
graphic images from a sample (Wildenschild and Shep-
pard 2013; Boerckel et al. 2014). This technique is
applied in a vast diversity of fields: medicine, biology,
engineering, palaeontology, and earth sciences are
just a few examples. Applied to cultural heritage, the
technique has been mainly used for the study of
stone and metal artefacts, but also in an exploratory
fashion in the technological study of ceramics and
bricks (Kahl and Ramminger 2012; Kulkova and
Kulkov 2014; Agostino et al. 2016; Coletti et al. 2016;
Kozatsas et al. 2018; Park et al. 2019; and Reedy
2020). To the best of our knowledge, micro-CT has
been only applied to unfired clay objects to read the

inscriptions on ancient clay tablets that had been
sealed in clay envelopes and in the technological
study of unfired Neolithic clay figurines from the
ancient Near East (Applbaum and Applbaum 2005).
However, the use of non-destructive techniques
becomes crucial in the case of very friable artefacts,
like unfired clay-based ones, because destructive ana-
lyses that break or cut the clay sample to study its
various components contribute to the loss of textural
and spatial information (Bukreeva et al. 2016).

The principle of micro-CT is based on the attenu-
ation of X-rays passing through the sample being
imaged. As the X-ray passes through a homogeneous
object the intensity of the incident X-ray beam is
reduced according to the Beer-Lambert equation
(Figure 4):

I = I0e−m x

where I0 is the intensity of the incident beam, x is the
distance covered by the X-ray in the absorbing object
and μ is the linear attenuation coefficient (Landis and
Keane 2010).

Cone beam microtomography has the advantage of
using a simple and versatile apparatus.

In general, a micro-CT system is composed of an X-
ray source, a detector, a sample holder, and a process

Figure 2. Location of the archaeological site of Tepe Narenj (Kabul, Afghanistan). Aerial Photo of the site: Z. Paiman ©.

ARCHITECTURAL TERRACRUDA SCULPTURES OF THE SILK ROADS 211



control system by computer for moving the sample, or
detector, or X-ray source (Lee et al. 2003). There are
also computational systems for the acquisition, proces-
sing, and reconstruction of tomographic images, to
carry out qualitative and quantitative analyses.

Figure 5 shows a schematic diagram of the oper-
ational sequence used to perform micro-CT measure-
ments. A micro-CT apparatus performs an initial

measurement rotating the sample on its own axis
while the X-ray source and detector remain fixed, or
vice versa. The microfocus X-ray source continuously
irradiates the object (or the sample), while the flat-
panel detector acquires a series of 2D projections of
the object at different angles with a constant angular
step until completing 360 degrees and at a fixed inte-
gration time. The angular step (typically a fraction of
degree) and integration time are computer-controlled.

Lastly, the 3D digital reconstruction is based on a
filtered back-projection algorithm (FBP) (Kak and
Slaney 1988). In our case, since the micro-CT apparatus
uses an X-ray cone beam source, the 3D digital recon-
struction is performed using the algorithm by Feld-
kamp, Davis, and Kress (FDK) (Feldkamp, Davis, and
Kress 1984). The 3D digital reconstruction produces a
2D dataset of cross-sections perpendicular to the

Figure 3. Examples of architectural terracruda sculptures preserved in the archaeological site of Tepe Narenj (Kabul, Afghanistan).

Figure 4. Attenuation of X-rays passing through the sample
according to the Beer-Lambert law.
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rotation axis, called slices. The stack of slices provides
three-dimensional volumetric data. The sample can
be then viewed and analysed in a virtual environment
in various ways, either by viewing a single slice of the
sample or the 3D virtual volume where each volume
unit, called voxel, contains information on the X-ray
absorption coefficient.

Experimental setup

The micro-CT experimental station used in this work
(µTomo- supplied by Sincrotrone Trieste SCPA) is part
of the STAR-Lab facility realised under the PON
MaTeRiA project. It is located at the University of Calab-
ria in Italy.

The μTomo experimental station, based on a cone
beam geometry, shown schematically in Figure 6, is
composed of:

. a microfocus X-ray source Hamamatsu L12161-07;

. a flat panel detector Hamamatsu C7942SK-05;

. a six degree of freedom sample positioning system
(linear movement and rotation stage);

. hardware and software system for control and data
acquisition.

All the components except the process control
system are mounted on an optical bench. The micro-
focus X-ray source continuously irradiates the object
(or the sample), which is rotated with a constant
angular step until completing 360 degrees and the
flat-panel detector acquires a series of 2D projections

of the object at different angles and at a fixed inte-
gration time.

The X-ray source is a polychromatic microfocus X-
ray generator (Hamamatsu L12161-07) with a tungsten
target. The microfocus source can be operated with a
voltage range from 40 to 150 kV and allows three
power modes that determine the source size. The
minimum source size (5 μm) is obtained at power
below 4W. The X-ray cone beam aperture is about 43
degrees.

The detector is a flat panel sensor C7942SK-05 from
Hamamatsu. These detectors are based on 2D arrays of
photodiodes CMOS (CCD) directly coupled to a scintil-
lator for X-ray to light conversion. Its main features are
shown in Table 1.

The sample positioning system (by PI miCos Indus-
try) provides six degrees of freedom: three linear
motors for x, y, z movement, one for the rotation
stage theta (θ), and two stages for tilt angles. This
system allows one to position the sample with the
required precision. In particular, the Source-to-Object
Distance (SOD) and Source-to Detector Distance
(SDD) determine the system geometric parameters
such as magnification ratio (M=SOD/SDD).

The µTomo station is provided with a user interface
that allows its control through a computer. All the elec-
tronic hardware components are commercially avail-
able and are, in general, provided with software
drivers which are LabVIEW compatible (Ionita et al.
2008; Conte et al. 2019).

The sample object of this study was investigated at
the μTomo experimental station with the following
experiment setup: the X-ray source operated at a
voltage of 130 kV, a current of 76 μA (source power

Figure 5. Schematic representation of operations sequence to perform a micro-CT measurement.
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10 W), and a focal spot size of 7 μm; the low energy
components of the X-ray beam were filtered by 100
μm-thick copper foil. In this study, the SOD was set
to 200 mm and the SDD to 500 mm, and the magnifi-
cation is equal to M=2.5. Considering the employed
beam magnification, the equivalent voxel side was
20 μm. A set of 1800 projections were acquired over
an angular range of 360° using a 0.2-degree angular
step and an exposure time of 2 s/projection. Axial
slices were reconstructed with an isotropic voxel size
of 20 μm using the FDK algorithm for cone-beam geo-
metry. The measurement parameters are shown in
Table 2.

3D image analysis

Image analysis was performed with Fiji (Schindelin
et al. 2012), an open source image processing
package based on ImageJ. ImageJ is an open source
software package developed by the National Institutes
of Health of the United States (Collins 2007), which
allows digital image processing operations. ImageJ is
designed with an ‘open architecture’ that provides
the possibility to install extensions via small subpro-
grams as ‘Java plugins’ and the possibility to develop
many macros for ad-hoc processing, working in 2D
and 3D space.

The aim of the analysis is to retrieve the mor-
phology and topology of the constituents of the

sample. The first step consisted in extracting a
volume of interest (VOI) from the stack of recon-
structed slices. The selected VOI enclosed a representa-
tive amount of the sample heterogeneity and can be
defined as representative elementary volumes (REVs)
(Costanza-Robinson, Estabrook, and Fouhey 2011).
The VOI was filtered with a ‘3D Gaussian-Blur filter’
(Ollion et al. 2013) to reduce the image noise and seg-
mented by an automatic thresholding algorithm (Otsu
1979) to separate the different materials in the sample
(clay, sand, and voids).

Following the study of the macro structure of the
sample, the various components were isolated and ana-
lysed separately. The ‘3D ImageJ Suite’ (Ollion et al.
2013) of the Fiji software library was applied to evaluate
the density of the different components, which pro-
vides their volumetric fraction within the sample. A
morphological and topological analysis of clay, sand,
and voids was performed by excluding those touching
the VOI borders, since they can be truncated, and their
volume and morphology may not be representative of
the real shape. For volumetric analysis, the sample was

Figure 6. μTomo experimental station @Lab. STAR (University of Calabria, Italy).

Table 1. Detector features.
Parameter Specification Unit

Pixel size 50 × 50 μμ
Photodiode active area 115 × 115 mm
Number of active pixel 2316 × 2316 pixels

Table 2. Measurement parameters.
Microfocus source parameters
X-ray tube voltage (kV) 130
X-ray tube current (μA) 76
X-ray focal spot mode Small 7 μm
Power (W) 9.88
Energy filter 100 μm of Cu
Source and detector position
Source to Object Distance – SOD (mm) 200
Source to Detector Distance – SDD (mm) 500
Magnification 2.5
Equivalent pixel-size (μm) 20
Detector parameters
Number of images captured 1800
Angular step (°) 0.2
Acquisition time (ms) 2000
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divided into three parts identified as internal layer,
intermediate layer, and external layer.

The volume of different components was obtained
via the ‘3D Geometrical measurements’ and ‘3D
Object Counter’ (Bolte and Cordelières 2007), plugins
of Fiji. The 3D visualisation was performed by volume
rendering procedures using the plugins ‘Volume
Viewer’ (Barthel 2006) and ‘3D Viewer’ (Schmid et al.
2010). This analysis allowed us to determine the three-
dimensional shape of the clay, sand, and voids and
their distribution and orientation inside the sample.

Results and discussion

The preliminary visual observation allowed us to
detect that the fabrication of the fragment studied
follows the practice documented in technical studies
of this type of sculpture (Varma 1970; Tarzi 1986; Luc-
zanits 2004). In fact, it was observed that the finger was
made of superimposed layers of greyish brown
(Munsell 10YR 6/3) clay material, layered around a
rigid element (today decomposed), and finished with
a thin layer of white stucco only partially preserved.

Macropores and impressions left by organic material,
most probably of plant origin, mixed with the clayey
paste are visible in the section to the naked eye. The
identification of the various layers also highlights the
different phases of the modelling process and the
preparation of layers with different compositions.

The first result of the micro-CT work is shown in
Figure 7, where it is possible to observe the 3D render-
ing of a cylindrical section of the bulk sample (Figure 7
(a)) and a cut through an oblique plane (Figure 7(b)).
The three-dimensional reconstruction of the bulk
sample from different points of view can be found in
the video available in the supplementary material
(Supplementary Video 1). The bulk image shows that
there are three main layers superimposed around the
central cavity. The equatorial section of the sample
shows the precise details of the three principal layers
(Figure 8). The inner layer (layer 1), the one closest to
the cavity, and the intermediate layer (layer 2) have a
thickness of c. 5 mm. The outer layer (layer 3) is the
thinnest (c. 2 mm). Some fragments of white stucco
on the surface are visible on the external-most layer,
whose thickness is approximately 1.8 mm (Figure 8).

Figure 7. (a) 3D rendering of the bulk sample; (b) 3D rendering of the bulk sample, cut through an oblique plane.

Figure 8. Equatorial section of the sample, with a close-up of the three main layers.
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From the 3D reconstruction of sample TN7 it was
possible to segment and perform the thresholding of
the three main components of the sample: the clay
fraction, the inert material, and the voids. The mor-
phology of the voids is very particular; it does not cor-
respond to that usually observed in clayey mixtures.
These voids are not spherical or elliptical but have
shapes that fit with traces of decomposed organic
material, which is most likely of plant origin. The idea
was to perform the thresholding of the voids to recon-
struct the morphology of the organic material in three
dimensions and verify this hypothesis. Table 3 shows
the estimation of the percentage of the clayey
material, inert material, and voids in the layers 1, 2,
and 3. All three layers are mainly made of clayey
material, comprising 92.71% in layer 1, 87.29% in
layer 2, and 90.38% in layer 3. The 3D reconstruction
of the clay fraction is shown in Figure 9. A video with
the full three-dimensional reconstruction of the

clayey fraction can be found in the supplementary
material (Supplementary Video 2). The inert fraction
is the least abundant compared to the voids and the
clayey fraction; it represents 1.81% of layer 1, 1.64%
of layer 2, and 4.53% in layer 3 (Table 3). The mean
size of the inert fraction in the three layers is very
similar: c. 264 µm in layer 1, 166 µm in layer 2, and
202 µm in layer 3 (Table 3). However, in all three
layers it is possible to find rare larger fragments of
inert material varying between 1280 and 1660 µm.
Figure 10 shows the 3D rendering of the inert material
of the sample TN7 from different points of view and a
video of the full three-dimensional reconstruction of
the inert fraction can be found in the supplementary
material (Supplementary Video 3). The cumulative fre-
quency curves of the particle size distribution for the
inert material inside layers 1, 2, and 3 are very
similar; this suggests that the same inert material was
used for the three layers (Figure 11). However, it is

Table 3. Estimation of the percentage of the clay material, inert material, and voids in the layers 1, 2, and 3 of the sample TN7.

Sample TN7
Intert materials
(% 3D volume)

Clay material
(% 3D volume)

Void
(% 3D volume)

Max. size of the inert materials
(µm)

Mean size of the inert materials
(µm)

Layer 1 1.81% 92.71% 5.48% 1500 264
Layer 2 1.64% 87.29% 11.07% 1280 166
Layer 3 4.53% 90.38% 5.09% 1660 202

Figure 9. (a) 3D rendering of a portion of the clay material (0° position); (b) 3D rendering of a portion of the clay material, rotated
143 degrees from the start position; (c) 3D rendering of a portion of the clay material, rotated 234 degrees from the start position.
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difficult to establish at this stage if the inert material is
naturally present in the clay or if it was added later to
reduce the plasticity of the clays. The distinct volu-
metric content of inert material in the various layers
could support the second hypothesis or point to a sep-
arate origin for the clay materials in order to obtain
different properties related to the plasticity and sticki-
ness of the clay, as shown by some technical studies
done on terracruda sculptures from the Buddhist
temple complex at Nako (Bayerová, Gruber, and Krist
2010) and in the ethnographic research done in 2019
in West Bengal (López-Prat et al. 2021, in press). This
showed the same principle and noted the employment
of two different clays extracted from different places
and used mixed or separately depending on the
layers or parts to be modelled in the general step-by-
step process necessary for the entire creation of a
sculpture. These clays are used as needed: one is stick-
ier and harder, and the other is sandier and more mal-
leable. In this sense, the results of the micro-CT work
showing the presence of different amounts of inert
materials could indicate similar purposes.

Among all the data obtained from the micro-CT
analyses, the one relating to voids is perhaps the

most interesting and surprising. The 3D segmentation
of the voids shows a perfect cast of vegetal material,
which is present only in the first two inner layers,
while it is completely absent in the third layer
(Figures 12 and 13). In the first layer the voids
created by plant material represent about 5.48%
while in the second layer about 11.07% of the layer
(Table 3). In the third layer, 5.09% of voids are due to
small shrinkage cracks and not to the presence of
vegetal material. The voids left by decomposed
material can reach a length of 1.5 cm (Figure 13(b))
and present diameters ranging from 200 µm to
1.7 mm. (Figure 13(b)). In Figures 12 and 13 it is also
possible to observe how the voids wind around the
central cavity and are oriented in the same direction,
which in all probability indicates a modelling process
around a central rigid and perishable structure. A
video with the full three-dimensional reconstruction
of the voids can be found in the supplementary
material (Supplementary Video 4). The use of plant-
based materials in the inner layers of TN7 shows a
clear parallel with the process of modelling fingers in
the Bengali sculptures observed during the ethno-
graphic work, which are performed in series separately

Figure 10. (a) 3D rendering of the inert material shown in the equatorial section; (b) 3D rendering of a portion of the inert material
(0° position); (c) 3D rendering of a portion of the inert material rotated 40 degrees from the start position; (d) 3D rendering of a
portion of the inert material rotated 146 degrees from the start position.

ARCHITECTURAL TERRACRUDA SCULPTURES OF THE SILK ROADS 217



Figure 11. Cumulative frequency curves of the particle size distribution for the inert material inside layers 1, 2, and 3.

Figure 12. (a) 3D rendering of the voids shown in the equatorial section (0° position); (b) 3D rendering of the voids rotated 35
degrees from the start position; (c) 3D rendering of the voids rotated 160 degrees from the start position; (d) 3D rendering of the
voids rotated 193 degrees from the start position.
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by adding a large amount of jute fibres to the clay
mass (product of the mixture of the two aforemen-
tioned clays), to increase its rigidity without adding
any internal structure in this case (Figure 14). More-
over, the absence of voids detected in the outermost
layer of TN7, together with the greater presence of
inert material, also presents an analogy with current
Bengali sculptors, who, in order to finish the modelling
process of the different layers of clay, apply a denser
and more liquid paste, prepared exclusively with the
most sticky clay, to which cotton textiles are
adhered. This last layer of clay prepares the sculpture
to receive the white stucco coating, necessary to poly-
chrome the sculpture. In the micro-CT work, the micro-
metric space left between layer 3 and the areas where
the stucco layer has been preserved (see Figure 8)
might indicate the presence of a similar fabric, now
missing but documented in other sculptures on the
site (Paiman 2005; Paiman and Alram 2010).

Conclusions

The elaboration of architectural terracruda sculptures
through the superimposition of various layers of clay

mixed with plant material starting from a rigid skeleton
mirrors a technique documented in multiple Buddhist
archaeological sites and historical temples along the
Silk Roads, from the north-western part of the Indian
subcontinent to eastern Asia crossing the Himalayas.
In this perspective, micro-CT has proved to be of
great value in understanding this artistic technique,
especially by unravelling in a non-destructive manner
the stratigraphy and the proportions between the
mineral components and the organic material present
in the modelling pastes, mainly decomposed and
often disregarded during destructive analyses. As far
as we know, this is the first time that an imaging tech-
nique has indicated the presence of the high proportion
of organic material that was originally added to the clay
and that technically made it possible to produce large
terracruda sculptures. Knowing the proportion of
organic material is crucial from a conservation point
of view, especially for developing compatible treat-
ments in the consolidation and reintegration phases
aimed at reproducing grouts to fill gaps and cracks,
that are light enough, so their weight and the shrinkage
caused by drying do not lead to the appearance of new
breaks and detachments in the originals.

Figure 13. (a) 3D rendering of the voids shown in the equatorial section; (b) 3D rendering of the voids rotated 90 degrees from the
equatorial position.

Figure 14. Dayal Pal, sculptor from the Kumortuli clay artists’ quarter (Kolkata, West Bengal) showing the finger modelling
process. On the right, detail of the fingers next to the clay and jute fibres used in the procedure.
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After this research, the question that arises is what
type of plant material was used in ancient times and
whether this use was random or whether specific prop-
erties were sought, as is the case today in West Bengal
where rice husk and chopped straw as well as jute
fibres are added with particular purposes in almost
every stage of the manufacture of a clay idol. These
purposes include increasing the stickiness, lightening
the weight, facilitating drying while avoiding cracks,
and increasing the rigidity of the clay layers. Finding
the right material to reproduce the essential role of
the fibres in the modelling process will be an impor-
tant step towards the complex final objective of pre-
serving architectural terracruda sculptures found in
an archaeological context.

In this sense, within the framework of this research
project, phytolith and DNA analyses are being carried
out on different samples from various Afghan sites
with examples of architectural terracruda sculpture.
The results are being compared with current Bengali
methodology, which has inspired the exploration of
the possibilities of adding to clay micronized rice
husk as a possible component in the manufacture of
compatible and light enough filling mortars in the res-
toration process.
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