Strain-induced enhancement of the charge-density-wave in the kagome metal ScV4Sng
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The kagome geometry is an example of frustrated configuration in which rich physics takes place,
including the emergence of superconductivity and charge density wave (CDW). Among the kagome
metals, ScVeSne hosts an unconventional CDW, with its electronic order showing a different pe-
riodicity from the leading lattice instability. In this material, a CDW-softened flat phonon band
has a second-order collapse at the same time that the first order transition occurs. This phonon
band originates from the out-of-plane vibrations of the Sc and Sn atoms, and it is at the base of the
electron-phonon-coupling driven CDW phase of ScV¢Sng. Here we use uniaxial strain to tune the
frequency of the CDW amplitude mode, which originates from the collapse of the flat phonon band,
tracking its evolution via time-resolved optical spectroscopy and first-principles calculations. Our
findings emphasize the capability to induce an enhancement of the unconventional CDW properties
in ScVgSng kagome metal through control of strain.
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A CDW is an emergent electronic phenomenon that
manifests itself with standing waves and electronic recon-
structions [1, 2]. This phenomenon typically involves a
lattice distortion, with the mediation of electron-phonon
coupling facilitating the phase transition. However,
CDWs can arise from various driving mechanisms, also
including electron-electron interactions, hence, in gen-
eral, both electron-phonon coupling and electron-electron
interactions contribute to their emergence [3-5]. In
this respect, kagome metals are intriguing candidates to
study the interplay of electrons and phonons, because
they are characterized by a rich phase diagram with coex-
isting many-body phases such as superconductivity and
CDW [6-12]. Among kagome metals, ScVgSng is a no-
table example, with an unconventional CDW arising from
a bosonic mode collapse, driven by the softening of a flat-
phonon band [13-17].

ScVgSng is a bilayer kagome metal, with an electronic
bandstructure that comprises graphene-like Dirac states
and flat bands typical of the kagome metal family [18-
21]. Recently, it has also been shown to host topolog-
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ical properties [22]. ScVgSng is the only known mem-
ber of the so-called 166-family of kagome bilayers which
undergoes a CDW transition (the lattice structure is
shown in Fig. 1(a) above and in Fig. 1(b) below the crit-
ical transition temperature), whose origin has been at-
tributed to phonons and electron-phonon coupling, and
specifically to the out-of-plane vibrations of Sc and Sn
atoms [13, 17, 23]. The resulting charge order has been
described as unconventional because the phonon g-vector
at which the leading lattice instability is observed, is dif-
ferent from the order itself [14, 24, 25]. The mechanism
of this transition is also unusual, and attributed to the
softening of a flat phonon band which, contrary to the
first order nature of the transition, is a second order ef-
fect [16, 17]. The softening is controlled by the electron
band geometry and non-trivial quantum metric contri-
butions to the electron-phonon coupling [26]. Specifi-
cally, the low-energy longitudinal phonon with propaga-
tion vector q = (1/3,1/3,1/2) shows a pronounced soft-
ening without the emergence of a corresponding long-
range order. Rather, a long-range order occurs with
a propagation vector qcpw = (1/3,1/3,1/3) [14]. As
shown in Ref.[13], the CDW amplitude mode originating
from the collapse of the flat phonon band at the propa-
gation vector qcpw is readily obtained by time-resolved
optical spectroscopy, which reveals the appearance of a
new phonon mode as the temperature is lowered below
the transition temperature. Hence, tuning such a phonon
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mode is of considerable importance to control topologi-
cal aspects in electron-phonon-coupled systems. We use
ScVgSng as the ideal material platform.

Previous studies from optical spectroscopy and time-
resolved reflectivity described how the CDW transition
occurs and the way the CDW can be quenched upon
intense photoexcitation [13, 27]. In addition, photoelec-
tron experiments evidenced the opening of a large en-
ergy gap (~200 meV) below the critical temperature of
92 K and such a gap manifests mostly along the T-M
high-symmetry direction of the Brillouin zone [17]. Time-
resolved optical spectroscopy (TR-OS) brought evidence
that the lattice degrees of freedom play the prominent
role in the CDW stabilization [13], with the amplitude
mode of the CDW displaying high resilience against in-
tense photoexcitation. In this Letter, time-resolved opti-
cal spectroscopy (TR-OS) is used to detect the frequency
of the amplitude mode (AM) of the CDW as a function
of the applied uniaxial strain. By combining the outcome
of TR~OS with density functional theory (DFT) calcula-
tions, we not only show that strain is an effective tool for
controlling the CDW in ScVgSng, but we demonstrate
that strain enhances the CDW, since the AM frequency
is found to increase upon strain application. In detail,
we show that at low temperature the effect of strain on
the phonon frequency is negligible, whereas on approach-
ing the transition temperature, the phonon frequency is
markedly increased by strain.

We first describe the experimental setup used to apply
strain. Uniaxial compression is delivered to the material
through mechanical pressure application (see Fig. 1(d)),
similarly to methodologies reported in previous stud-
ies [28]. The sample is glued on a flexible Ti-Al plate
(more than 90% Ti and less than 10% Al). Such a plate
is secured in between two clamps, which sit on a standard
sample holder. One of the clamp has a fixed position, the
other can be moved mechanically through a screw. When
a compression is applied, the plate, on which the crystal
is mounted, bends and delivers strain to the samples (see
lower panel of Fig. 1(d)). This device, simple but ef-
fective, allows us to perform measurements with various
amount of strain. In order to quantify the actual strain
transferred from the plate to the sample, which has a
robust 3D structure, we rely on the result of XRD mea-
surements. To detect the effect of strain on the CDW,
we perform TR~OS experiments at the T-ReX laboratory
(FERMI, in Trieste). The measurements were performed
using a Ti:sapphire femtosecond (fs) laser system, deliv-
ering, at a repetition rate of 250 kHz, ~ 50 fs light pulses
at a wavelength of 800 nm (1.55 eV). Time-resolved re-
flectivity experiments were carried out at a probe wave-
length of 1300 nm, obtained by filtering a broadband
(550-1600 nm) supercontinuum probe beam, generated
using a sapphire window. A cartoon of the experimental
geometry shown in Fig.1(d).

In Fig. 2a, we show the evolution of the normalized
time-resolved reflectivity variation (AR/R) as a func-
tion of temperature, for three strain configurations. The

AR/R signal at every level of measured strain is com-
posed of two components: a coherent and an incoherent
response. The incoherent response shows a temperature
dependence linked to the onset of the CDW phase tran-
sition. Specifically, the lifetime of the first fast decay in-
creases linearly with temperature until it reaches Tcpw,
then it undergoes a rapid drop [13]. It is worth noting
that the lifetime of such a decay process does not show
any divergence, contrary to what was reported for other
kagome systems [29]. On top of this incoherent response,
marked coherent oscillations linked to the excitation of
the amplitude mode (AM) of the CDW phase are de-
tected [13, 30-32]. From these oscillations, the frequency
of the phonon mode can be extracted (we refer the reader
to the Supplementary Information for details about the
methodology, which includes references [32-35]), provid-
ing information about the evolution of the phonon mode
as a function of temperature and strain. As expected
from the AM of the system, we observe a progressive soft-
ening of the frequency of the mode upon approaching the
CDW transition temperature, equal to 92 K (Fig. 2(a)).
This behavior, together with the increased damping, has
been used to identify the AM of the system in this com-
pound [13], and in several other materials, such as several
transition metal dichalcogenides [32, 36-38].

Upon application of uniaxial strain (see the Supple-
mentary Information for the full TR-OS datasets ac-
quired in the various strain configurations), the frequency
of the phonon mode coupled to the CDW is significantly
affected. To highlight the effect of the application of
strain on the CDW amplitude mode, in the lower pan-
els of Fig. 2(a) we report the magnitude squared of the
Fourier transform (FT) of the coherent part of the DR/R
signal, which has been isolated by subtracting a biex-
ponential fit function to the original traces shown in
the upper panel. To quantify the effect of the applied
strain on the amplitude mode softening, we fitted the
single FT using a Lorentzian function. The central po-
sition of the Lorentzian gives the frequency of the AM
while its width carries information on the lifetime of the
mode (the details of the fitting procedure are reported
in the supplementary information). The comparison re-
ported in Fig. 2(b) demonstrate that, at low tempera-
ture, the frequencies are only weakly affected, since at
about T=20 K no sizable difference is observed. However,
on approaching Tcpw, increasing strain leads to larger
frequencies, as evidenced by the experimental points in
Fig. 2(b). In fact, going from the unstrained configu-
ration (grey curve) to the largest applied strain (purple
curve), the frequency changes from approximately 1.34
THz to 1.39 THz at 70 K. In other words, the effect of
strain is that of enhancing the CDW in ScVgSng, that
results in a weaker phonon softening, as signalled by the
larger frequency of the amplitude mode. Moreover, as
shown in Fig. 2(c), the reduction of the AM softening is
accompanied by a strain-induced reduction of the width
of the Lorentzian peak used to fit the F'T, consistently
with an increase of the lifetime of the AM. In the vicin-
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FIG. 1. (a) Top view and side view of the crystal structure of ScVeSne in the absence of CDW. The vibrations which lead to
the CDW transitions involve the Sc and Sn atoms (blue and gray atoms, respectively). (b) Crystal structure of ScVgSng in
the CDW phase. The unit cell gets significantly larger to accommodate the nonequivalent atoms. (¢) DFT electronic structure
along the A-L-H high-symmetry path, focused on the gap region above (upper panel) and below (lower panel) the transition
temperature. The calculations are presented for a strain level of -2% along the a-axis of the CDW supercell. (d) Schematic of
the strain device. The device consists of two blocks on which a clamp is attached. A block remains fixed and has a hole with
a thread (screw thread). The other block, which contains the screws, is mechanically activated and is able to deliver strain. In
between the clamps (see below), a Ti-Al plate is positioned and it gets squeezed by the strain. On such a plate, the sample is
glued with silver epoxy. The strain is eventually delivered to the sample. A side view is also shown, focusing on the bending
mechanism which delivers the strain. Here the hexagon shape indicates the real sample orientation used in the experiments.
The experimental geometry used in the time-resolved reflectivity is also shown here. The reflected supercontinuum probe beam

is filtered and detected by an InGaAs photodiode detector.

ity of the transition temperature, strain application has a
marked effect on the phonon frequency, which competes
with the temperature-induced phonon softening in the
investigated temperature range. The strain-induced re-
duction of the AM phonon softening, more pronounced
close to Tepw, where the order parameter of the CDW
is weaker, signals that strain application can effectively
enhance the CDW in ScVgSng. Remarkably, our mea-
surements bring evidence of the robustness of the CDW,
and suggest a protocol to enhance it, through targeted
strain-control. CDW strain enhancements have also been
discussed recently for other systems, such as ThTes [39],
although these enhancements arise from different origins
than those observed in ScVgSng. This highlights a timely
effort in the external control of emerging electronic or-
ders.

To clarify the effect of our straining procedure on
the crystal structure of ScVgSng, we performed high-
resolution x-ray diffraction (HR-XRD) measurements us-
ing a Malvern Empyrean PANalytical instrument with
monochromatized Cu Ka; radiation (A = 1.54056 A)
and a double-bounce Ge (220) crystal at the diffracted
beam. In the unstrained crystal, only the (004) peak at
260 = 39.2398° is observed, corresponding to ¢ /= 9.17604
A. Upon subjecting the crystal to in-plane mechanical
strain, an additional peak appears at lower 20 angles
alongside the (004) peak (Fig. 2(d)), with the out-of-
plane ¢ lattice parameter extending to approximately
9.23255-9.23594 A, indicative of a maximum expansion
ranging between 0.61-0.65% (For additional details on

XRD, we remand to the supplementary information,
which includes also references [40-42]).

To better understand the origin of the strain-induced
reduction of the AM phonon softening we performed ex-
tensive DFT calculations in the CDW phase, where the
effect of strain has been considered. DFT calculations
were performed using VASP [43, 44], employing the pro-
jector augmented wave (PAW) method [45]. Exchange
and correlation effects have been included via the gener-
alized gradient approximation (GGA) [46] with the ap-
proach of Perdew-Burke-Ernzerhof (PBE) [47]. A plane-
wave cutoff of 500 eV and a 12x12x12 I'-centered k-
mesh were employed for accurate sampling of the Bril-
louin zone. Ionic relaxations were performed under con-
stant volume conditions, while uni-axial strain was im-
posed by adjusting the lattice parameters, particularly
the a-axis of the CDW supercell, and correspondingly
straining or compressing the c-axis. Convergence criteria
were set for both ionic and electronic relaxations, with
thresholds of 107° eV/A and 109 eV for forces and to-
tal energy, respectively. The focus is on the influence of
smearing and strain on the charge-density wave (CDW)
phase. For each smearing value, the amplitude of the
phonon mode between the CDW and pristine phases was
computed, alongside the analysis of phonon frequencies.
These were determined by fitting a quadratic function
around the minimum of the Born-Oppenheimer poten-
tial corresponding to the CDW phase, allowing to de-
termine the “spring” constant k. The effective mass m*
was computed using the normalized displacement vector
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FIG. 2. (a) The upper panels show the evolution of the AR/R signal as a function of the pump-probe delay and the temperature
of the system, for three different values of strain, while the lower panel shown the evolution of CDW amplitude mode frequency
extracted from the upper panels after Fourier-transforming the oscillating component of the AR/R signal. (b) Comparison
of the evolution of the AM frequency as a function of temperature for three different amounts of strain. (¢) Evolution of the
width of the Lorentzian peak used to fit the FT of the coherent part of the AR/R signal.(d) HR-XRD of ScVsSng reveals the
(004) peak at 20 = 39.2398° for the unstrained ScVeSng crystal (c ~ 9.17604 A) and an additional peak at reduced 20 angles

under different mechanical strain, denoted by an arrow, indicating a 0.61-0.65% expansion of the ’c’ lattice. * indicates the

aluminum spurious peak from the strain sample holder.

and the mass tensor. Finally, the phonon frequency v
was computed as v = w/(27), where w = \/k/m*. Spin-
orbit coupling effects were not considered in this set of
calculations. Electronic smearing is used to destabilize
the strength of the CDW instability by simulating the
effects of an electronic temperature [13], averaging over
the states around the Fermi level [48].

To understand the effect of mechanical deformations
and temperature variations, we compute via DFT the
expected phonon’s frequency for several values of uni-
axial strain and electronic smearing o (Fig. 3). The
polarization length A of the material, defined as A =

T non-pristine — Tpristine|, 1S & function of both physical

quantities. The total energy is analyzed as a function
of A\, where the pristine phase corresponds to A = 0, and
increasing values of A denote an interpolation toward and
beyond the CDW phase (see Fig. 3(a)). For every strain
value, the point of minimum energy ryon-pristine = rcpw
shifts toward larger polarization lengths. We note that
increased strain values lead to a more pronounced energy
difference between the pristine and the CDW phases. As
a result, the frequency values computed from a quadratic
interpolation around the energy minimum reveal a de-
pendence on the applied strain (see Fig. 3(b)), with
larger in-plane compressive strains, e.g. out-of-plane ten-
sile strain, corresponding to larger frequencies. On the
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FIG. 3. (a) Total energy of ScVsSng as a function of the polarization length A. A = 0 corresponds to the pristine phase. The
reported a-axis strain values, for the other panels as well, correspond to the percentage variation of the a-axis of the CDW
supercell. All the calculations in this panel have been performed with a smearing o = 0.005 eV. (b) Frequency values computed
from a quadratic interpolation around the energy minimum of Fig. 3(a). (c) Energy gap opened by the CDW, computed
midway between the A and L high-symmetry points, as a function of the uni-axial strain, applied along the a-axis of the CDW
supercell. Note the same trend of Fig. 3(b). (d) Polarization length A\ as a function of the electronic smearing o, for two
uni-axial strain values (0% and -2% along a). (e) Phonon’s frequency as a function of the uni-axial strain, for different smearing
values. Destabilized CDW structures (large smearing o) show more pronounced variations as a function of strain. The vertical
dashed line highlights the expected values for the experimentally measured maximum expansion of the c-axis.

other hand, increased smearing values tend to destabilize
the CDW phase, as it can be observed from Fig. 3(d).
Each data point has been computed following an ionic
relaxation with the chosen smearing value. The polariza-
tion length A for the -2% (along a) case is always bigger
than the corresponding 0% case. While increasing the
smearing value, the system moves toward a destabilized
CDW configuration, hence decreasing A.

Additionally, to elucidate the relation between strain
and electronic temperature, we examine the phonon fre-
quency as a function of uni-axial strain, still along the
a-axis of the CDW cell, for various o values (Fig. 3(e)).
Notably, strained CDW phases, when destabilized by
large smearing values, exhibit a weaker phonon soften-
ing with respect to the unstrained case, in quantita-
tive agreement with the results of our TR-OS experi-
ments. Indeed, our experiments indicate a reduction of
the phonon softening of the order of 3.2% at 70 K, consid-
ering the difference between the unstrained sample and
the condition of maximum applied strain. This value is in
agreement with the frequency renormalization reported
in Fig. 3(e), considering the fact that after the optical
excitation, the system is left at an elevated electronic
temperature, which roughly corresponds to a smearing
value ¢ ~ 0.1 eV [13]. Lastly the energy gap Egqp,
opened by the CDW and computed halfway between the
A and L high-symmetry points (Fig. 1(c)), is analyzed as
a function of strain (Fig. 3(c)). In line with the findings
illustrated in Fig. 3(b), we observe a strikingly similar
trend occurring also in Fig. 3(c), emphasizing the inter-
play between strain and polarization length within this
material’s CDW phase.

In conclusion, we show a methodology based on ap-
plication of uniaxial strain to control the frequency of
the phonon mode which drives the unconventional CDW

in ScVgSng. We demonstrated that the CDW is robust
against the applied strain, with the effect of being en-
hanced. This mechanism is also intertwined to the tem-
perature. In particular, the lower the temperature, the
smaller the effect of strain on the CDW. On the other
hand, on approaching the transition temperature, the
same amount of strain markedly alters the phonon fre-
quencies. Acting on the energy of phonon modes might
be important in the context of electron-phonon coupling,
being the Eliashberg function [49, 50] dependent on both
electron density of states and phonon density of states,
and our study motivates future investigations aimed at
understanding the effect of strain on CDW kagome met-
als’ electronic structure.
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