
BHJ.23 Over the years, different push–pull small molecules, char-
acterized by a wide diversity in the alternation of the D and A
functional units, such as D–A, D–A–A0, A–D–A, D–A–D sequence,
have been synthesized to be employed as donors counterpart in
blend with fullerene-based acceptors.24–28 Recently, researchers
have also focused their attention on synthesizing small molecules
capable of substituting fullerene derivatives to overcome the pitfalls
related to their use – that include expensive synthesis, difficult
tunability of the energy gap, and scarce absorption in the visible
spectrum – thus allowing for the fabrication of non-fullerene small
molecule organic solar cells (NF-SM OSCs).29,30 In this scenario,
thiophene-based derivatives have a prominent role since they
represent a unique class of compounds that have been proved to
fulfill both the role of donor and acceptor materials or even that of
single materials in BHJ solar cells.31–37 Interestingly, it has also
been reported that some push–pull thiophene-based oligomers can
display a bifunctional photovoltaic behavior, i.e., they can be
employed both as a D material when blended with PCBM or as
an A when combined with a D compound such as P3HT.38–40 This
peculiar behaviour has been scarcely reported in the literature, as
most photoactive materials exhibit only unipolar photovoltaic
properties, i.e., they work either as donors or acceptors. Here, we
report the synthesis and characterization of a novel class of D–A0–
D–A–D–A0–D co-oligomers that can be applied, depending on the
active material partner, for the fabrication of different BHJ solar
cells. Four oligomers (heptamers) with different D and peripheral A
units were engineered. It was varied either the strength of the D
unit by replacing alkylated thiophene units (T7Bz-Bz2) with
thioalkylated thiophenes (T7SBz-Bz2), or the peripheral A moieties
by substituting the benzothiadiazole units with thienopyrrole-dione
(T7Bz-Dp2) or thiophene S,S-dioxide moieties (T7Bz-TSO2) (Chart 1).

The effects of the different substitution patterns (i.e., the
presence of additional sulfur atoms attached to alkyl chains or
the combination of different acceptor units) on the electronic
properties in the solid state, as well as on their packing and

nanoscale blend morphologies were investigated. Different char-
acterization techniques, including X-ray diffraction (XRD), differ-
ential scanning calorimetry (DSC), UV-vis spectroscopy, cyclic
voltammetry (CV), Kelvin probe force microscopy (KPFM) and
atomic force microscopy (AFM) were employed for this purpose.
Furthermore, density functional theory (DFT) calculations enabled
to gain a deeper understanding concerning the electronic proper-
ties of the investigated materials at the molecular level.

We show that this family of heptamers presents multiple
capabilities of working as active materials in BHJ solar cells either
as donor material in blend with PCBM or as acceptor in blend
with P3HT. Furthermore, we report that couples of oligomers with
small HOMO [DE(HOMO)offset: �0.01 to 0.00 eV] and LUMO
offsets [DE(LUMO)offset: 0.07–0.11 eV] can be employed for the
realization of binary NF-SM OSCs,41–43 using non-chlorinated
solvent for their deposition. Finally, the environmentally friendly
approach employed for the deposition of the oligomeric blends
allows achieving higher BHJ performance when compared to cells
deposited from chlorinated solvent.

Results and discussion
Synthesis and characterization of heptamers

Scheme 1 shows the synthetic pattern employed for the pre-
paration of push–pull heptamers characterized by a D–A
sequence. Benzothiadiazole (Bz), thienopyrrole-dione (Dp) or
thiophene S,S-dioxide (TSO) moieties were employed as A unit,
while hexyl (Hex) or thiohexyl (SHex) substituted thiophene
ring as D unit. As depicted in Scheme 1, all synthetic steps,
except for the lithiation of compound 2, take advantage of
enabling technologies. In particular, ultrasound (US) assistance
for bromination reactions and microwave (MW) irradiation for
Suzuki and Stille cross-coupling reactions. In agreement with
what was reported in previous works, these techniques allow to
(i) radically improve reaction yields, (ii) lower reaction times

Chart 1 Molecular structures of the oligomers.
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from hours to minutes, and (iii) work in environment-friendly
conditions using water as co-solvent.44–46 In the final step, all
heptamers, which differ for the peripheral A units or for the
presence of an extra sulfur atom in the side chains of the D
group, were obtained in yield ranging from 60 to 70% after
20 min of MW irradiation. The presence of hexyl side chains on
the four thiophene rings guarantees good solubility of all
molecules in DCM, toluene, and THF, particularly for
T7Bz-Dp2, which has additional hexyl side chains installed on
the Dp units. The details of the synthesis are reported in ESI.†

DSC analysis was performed to obtain information on the
effects of the substitution pattern on the materials’ thermal
characteristics and to provide guidelines for device optimiza-
tion. Table S1 (ESI†) summarizes the transition temperatures
and their enthalpy values. DSC analysis revealed that the
thermal properties of the heptamers are deeply influenced by
the nature of the D and A units present in the molecular
structure (Fig. 1A and B).

T7Bz-Bz2 exhibit only a glass transition (Tg) suggesting its
persistence in an amorphous state over all the investigated
temperature range. Remarkably, the introduction of sulfur
atoms in the side chains of the D moieties (T7SBz-Bz2) or the
replacement of the peripheral A units (T7Bz-Dp2, T7Bz-TSO2)
results in DSC plots characterized by one or two endothermic
transitions. In particular, the presence of TSO groups as
peripheral A units shifts the endothermic processes to a higher
temperature (Table S1, ESI†). Note that, for all compounds, the
observed transitions occur far below their thermal decomposi-
tions which are higher than 250 1C (see TGA analysis in ESI†).
To better evaluate the nature of the different phases, XRD
analysis was performed. The diffraction profiles of the films
of the investigated materials are reported in Fig. 1C. The room
temperature XRD pattern of T7Bz-Bz2 confirms its amorphous
nature since no sharp peaks are observed. In T7SBz-Bz2, the
presence of sulfur atoms in the alkyl chains of the thiophene
units induces a partial order, indeed the diffraction profile

Scheme 1 Synthetic pattern for the synthesis of heptamers. (i) 4,7-Bis(4,4,5,5-tetramethyl-1,3,2-dioxaborolan-2-yl)benzo[c][1,2,5]thiadiazole, NaHCO3,
Pd(dppf)Cl2, THF/H2O (1/2), 80 1C; (ii) N-bromosuccinimide, CH2Cl2, 25 1C; (iii) nBuLi, Sn(Bu)3Cl, THF(dry), �78 1C; (iv) 1,3-dibromo-5-hexyl-4H-
thieno[3,4-c]pyrrole-4,6(5H)-dione, Pd(PPh3)4, toluene, 110 1C; (v) 2,5-dibromothiophene 1,1-dioxide, Pd(PPh3)4, toluene, 110 1C.
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shows only one peak (2.4 nm) as usual for mesomorphic
materials.47 Substitution of the peripheral A units of T7Bz-Bz2

with Dp or TSO appears to induce a higher propensity to form
ordered arrays. Indeed, the pattern obtained after replacing
peripheral Bz units with Dp shows only three peaks at 5.31,
10.51, 15.81, all belonging to a periodicity of 1.7 nm, suggesting
the presence of a highly oriented film or a layer ordered smectic
system. On the other hand, exchanging the Bz units with
TSO brings to a fully tridimensional array, indeed, the XRD
T7Bz-TSO2 pattern is characteristic of a crystalline material.

The combination of calorimetric and XRD data allows a
better insight into the solid-state morphology of the materials.
With respect to T7Bz-Bz2, the T7SBz-Bz2 sample presents multi-
ple endothermic processes, with the first endotherm peak at
81 1C (DH = 14.24 J g�1) bigger than the second one at 93 1C
(DH = 4.01 J g�1) (Table S1, ESI†). Since XRD reveals only one
peak roughly correspondent to the molecular length, absent in
T7Bz-Bz2, and DFT calculation suggest that the molecule pre-
sents a bent geometry resembling that of a banana (see below) –
well known for promoting the organization in liquid crystalline
phases48 – a transformation between mesomorphic phases
before melting can be hypothesized. This result highlights
the importance of the extra sulfur atom in the side chains,
which through S� � �S non-covalent intermolecular interactions
favors an extra long-range ordering in T7SBz-Bz2.45,46,49 Repla-
cing the peripheral Bz unit with Dp and TSO induces an
increase in the crystalline character of the compounds. The
Dp units in T7Bz-Dp2 promote a long-range (layer) order, as
evidenced by the appearance of an endothermic peak at 146 1C
relatives to the melting of the material, in a fully reversible

process, as confirmed by the exothermic peak in cooling scan
corresponding to its crystallization. The presence of Dp prob-
ably enforces backbone co-planarity via intermolecular S� � �O
interactions leading to close p–p stacking in the solid-state.50 In
compound T7Bz-TSO2, the TSO units determine a double
endothermic transition that can be ascribed to melt/recrystalli-
zation processes involving defective crystals during the DSC
scan, or to the existence of a high-temperature phase, which is
not markedly different from the crystalline phase present
at room temperature since the heat exchange is quite small
(DHm = 2.95 J g�1).

DFT electronic structure calculations

DFT calculations reveal that all the heptamers have a large
number of conformers that can be populated at room tempera-
ture. To get a deeper understanding of such structural freedom,
a conformational analysis has been carried out on trimers
constituting the investigated heptamers (Scheme S5 and Fig.
S20, ESI†). Although this analysis merely takes into account the
conformational freedom for the isolated molecule without
considering any intramolecular interactions, such as p–p inter-
actions, chain interdigitations, etc., it can qualitatively eluci-
date experimental finding. For instance, the presence of sulfur
atoms in the alkyl chains nearby the Bz units (as in 2s, the
precursor of T7SBz-Bz2) strongly destabilizes the anti conforma-
tions, in which the sulfur electron density is forced to interact
with the nitrogen lone pairs of the Bz unit (i.e., syn/anti ratio of
72/28 at 298 K, see Table S2, ESI†). On the contrary, the absence
of sulfur-functionalized side chains (as in 2, the precursor of
T7Bz-Bz2) strongly reduces this effect and the syn and anti

Fig. 1 (A) DSC: second heating and (B) cooling scans, at 10 1C min�1. (C) XRD: scans of heptamers films on glass substrates (orange line T7Bz-Bz2; red
line T7SBz-Bz2; green line T7Bz-Dp2; purple line T7Bz-TSO2). Y-Axis is plotted as Log scale because of the great difference in peak intensity; taking this
into account it causes expansion of the bell-shaped background due to glass support. Interlayer distances are reported in nm. Arbitrary vertical shifts are
applied in both A and B panels to minimize overlaps.
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thin film, their redox potentials strongly differ from the solution
because of the molecular packing. Indeed, T7Bz-TSO2 and T7Bz-
Dp2, which after deposition in thin film give crystalline films,
show less positive oxidation potentials and less negative reduction
potentials than in solution. This induces a consequent shortening
of the Eg as a result of a p–p* staking in the crystals (Table 1).
Notably, a comparison of the HOMO/LUMO energy levels of the
heptamers with those of P3HT and PCBM highlights that LUMO
levels of these compounds lie in an energetic position whereby
electron transfer can occur either from P3HT or to PCBM
(Fig. S24, ESI†). The absorption spectra reflect the trend of the
Eg determined by CV measurements. All compounds, both in
solution and thin film, exhibit the typical behaviour of alternating
D–A conjugated molecules with a two-band absorption profile in

the UV-visible region relative to internal charge-transfer (ICT) and
p- p* transition processes.53 As shown in Fig. 3, ICT absorption
bands are susceptible to variations in the D or A groups. Indeed,
the ICT maxima shift to higher wavelengths when different A
units are present (TSO-Bz 4Dp-Bz 4 Bz-Bz) or by increasing the
electron-donating effect of the donor groups (SHex 4 Hex)
(Table 1). The heptamers exhibit similar molar extinction coeffi-
cients (e) of B3.7 � 104 M�1 cm�1 (Fig. 3A and Table S8, ESI†).

TD-DFT calculations, carried out at the same level of theory
used for ground-state optimizations, are able to qualitatively
reproduce the absorption profiles of all heptamers, despite a
general underestimation of around 0.4 eV, if vertical transition
energies are directly compared to experimental absorption
maxima (Fig. S21a, ESI†). This phenomenon can be attributed

Table 1 Redox potentials and absorptions of heptamers in solution and thin film

Eox
a Ered

a Eox
b Ered

b HOMOb LUMOb Eg
b labs

a labs
b

T7Bz-Bz2 +1.10 �1.18 +1.08 �1.19 �5.76 �3.49 2.27 318, 492 320, 490
T7Bz-Dp2 +1.17 �1.08 +0.90 �1.23 �5.58 �3.45 2.13 380, 498 380, 494
T7Bz-TSO2 +1.16 �0.96 +0.89 �1.05 �5.57 �3.63 1.94 316, 522 315, 533
T7SBz-Bz2 +0.92 �1.12 +0.90 �1.12 �5.58 �3.56 2.02 318, 510 320, 515
a Solution. b Thin film (Eox and Erid in V; HOMO, LUMO and Eg in eV; l in nm).

Fig. 3 (A and B) Absorption spectra of heptamers in CH2Cl2 solution and thin film, respectively; (orange line T7Bz-Bz2; red line T7SBz-Bz2; green line
T7Bz-Dp2; purple line T7Bz-TSO2). (C and D) Thin film absorption spectra of heptamers in blend with P3HT and PCBM (1 : 1 w/w). For comparison, the
thin film spectra of P3HT : PCBM blend (1 : 1 w/w) is reported as dashed black line.
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lowering of the Jsc and Voc values. Conversely, changing the D
units with thioalkylated units as in T7SBz-Bz2 results in a
strong improvement in PCE efficiency, which reaches a value
of 4.32%. The presence of extra sulfur atoms in the side chains
allows (i) to maintain suitable and reasonable Voc value (0.58 V),
while promoting and enhancing the photoabsorption step, and
(ii) to remarkably increase the Jsc (up to 11.42 mA cm2) and FF
value (up to 0.65).

All blend samples were subjected to AFM, WAXS and grazing
incidence WAXS (GIWAXS) measurements in order to correlate

morphological investigations with structural data. As far as
structural features are concerned, XRD patterns of the blends
formed with T7Bz-Bz2 and T7SBz-Bz2 and PCBM are featureless
(Fig. S28, ESI†), indicative of an amorphous state. In contrast,
the XRD profiles of the blends of T7Bz-Dp2 and T7Bz-TSO2 with
PCBM show sharp peaks – with periodicities ascribable to the
same distances of the pristine films as reported in Fig. 1C –
indicating that the PCBM does not perturb the aggregation
modality of the oligomers, which keep forming ordered struc-
tures in the blend. Notably, both WAXS and GIWAXS

Fig. 4 (A) Topography (a and d) and surface potential (b, c dark and e, f under illumination) images of T7S-Bz-Bz2 compound blended with P3HT (upper
panel) and PCBM (lower panel). (B) Histogram distribution of the surface photovoltage (i.e., the difference between the SP values of figure Ac, Ab and Af,
Ae). Inset: Schematic HOMO/LUMO energy level alignment showing the prevalence of electrons (holes) transport when the heptamer is blended with
P3HT (PCBM).
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confirming the best performance of the devices prepared with
T7SBz-Bz2 and T7Bz-TSO2, when blended with PCBM and
P3HT, respectively. Additionally, the EQE profiles follow the
trend observed in the UV-Vis spectra of heptamers in thin film
(Fig. 3C and D), indicating that the whole absorption effectively
contributes to the photocurrent.

Heptamer:heptamer blends. The bifunctional photoactive
behaviour of the newly synthesized materials enabled to inves-
tigate binary NF-SM OSCs made by blending heptamers with
different electron affinities. Although different combinations of
heptamers blends are possible, the electrochemical LUMO level
alignment was used as a guiding factor. Accordingly, heptamer
T7SBz-Bz2 (LUMO eV �3.56) was used in a 1 : 1 weight ratio
blend with either T7Bz-TSO2 (LUMO eV �3.63) or T7Bz-Dp2

(LUMO eV �3.45), working as A and D species, respectively.
Additionally, thanks to the absence of fullerene derivatives and
the optimal solubility and miscibility of the heptamers in a
non-chlorinated solvent, the devices were also processed from
THF, in addition to chlorobenzene as the formerly used solvent.
The relative thin film absorption spectra are reported in
Fig. S26 (ESI†). In both T7SBz-Bz2:T7Bz-TSO2 and T7SBz-Bz2:
T7Bz-Dp2 blends, the absorption spectra of thin films deposited
from THF are red shifted of B20 nm compared to those
deposited from chlorobenzene, hence evidencing a reduced
optical band gap. The photovoltaic characteristics of the
devices, having the previously adopted device configuration
ITO/PEDOT:PSS/active layer/Al, are reported in Table 3 and
the corresponding J–V plots of the best-performing cells in
Fig. S30 (ESI†).

The bifunctionality of these push–pull thiophene-based
small molecules, i.e., T7SBz-Bz2, is further proved by obtaining
interesting and promising PCE values ranging between 2.54–
3.96%. This is of particular regard, considering the potential
use of a non-chlorinated and less harmful solvent such as THF.
Fig. 6B reports the AFM of the blends, which present an
anisotropic morphology independently from the solvent
employed (i.e., THF or chlorobenzene). Diffraction profiles of
the heptamer:heptamer blends indicate that the crystalline
component is constituted by T7Bz-Dp2 or T7Bz-TSO2 with a
size in the range of 47–63 nm (Fig. S29 and Table S12, ESI†).
Note that the formation of crystalline domains is considered
favorable in NF-SM OSCs as it avoids excessive intermixing
between D and A materials thus overcoming the problems
related to the charge recombination in blend films.62,63

Furthermore, thin films deposited from THF show a lower
thickness compared to those deposited from chlorobenzene

whose roughness is related to the dimension of the formed
crystals (Table S10, ESI†).

It is important to note that these couples of D:A heptamers
present negligible values of DE(HOMO)offset (0 and �0.01 eV for
T7SBz-Bz2:T7Bz-Dp2 and T7SBz-Bz2:T7Bz-TSO2, respectively)
and DE(LUMO)offset (0.11 and 0.07 eV for T7SBz-Bz2:T7Bz-Dp2

and T7SBz-Bz2:T7Bz-TSO2, respectively) (see Fig. S24, ESI†). It
has recently been shown that having fullerene-free organic
solar cells with a low HOMO and LUMO offset between D/A
blend could be a tool to improve the OSC efficiencies. Indeed, it
was found that the small driving force for charge separation
resulting from these DEoffset close to zero allows ultrafast
charge transfer and a suppression of the energy losses that
hinder the device performances.41–43

Finally, the Voc values measured for heptamer:heptamer
blends result to be lower than expected from CV/optical mea-
surements. This suggests that further optimization of the active
layer can potentially lead to better performance.64,65 In this
regard, we expect that higher efficiencies can be achieved
through the optimization of processing conditions – e.g., by
varying D/A weight ratio, selecting the solvent or mixed solvent,
adding solid additives, changing deposition techniques – as
well as employing multiple post-treatment methods, including
vacuum drying, solvent annealing, and thermal annealing.64–67

Furthermore, as recently reported, optimizing the device archi-
tecture through the introduction of organic electron transport
layers (ETLs) could be a goal to realize highly efficient NF-SM
OSCs.68

Conclusions

In this study, we synthesized and characterized a new family of
thiophene-based small molecules with a D–A0–D–A–D–A0–D
sequence. An extensive study of the influence of the different
substitution pattern – induced either by introducing an extra
sulfur atom in the side chains or by varying the strength of the
acceptor unit (benzothiadiazole vs. diketopirrole vs. thiophene-
S,S-dioxide) – on the variation of the chemical-physical proper-
ties is reported. In addition, a multiple approach including
X-ray diffraction, thermal analysis and DFT calculations has been
employed to investigate the aggregation features of the oligomers.
A greater tendency to form ordered arrays was observed when
non-covalent intra- and intermolecular interactions, such as S� � �S,
or S� � �O, are present in the molecule. Cyclic voltammetry com-
bined with KPFM measurements allowed to identify that these

Table 3 Short-circuit current density (Jsc), open-circuit voltage (Voc), fill factor (FF) and power conversion efficiency (PCE) of tested binary all-small-
molecule BHJ solar cells (average values collected from five devices)

T7Bz-TSO2 T7Bz-Dp2

Jsc Voc FF PCE Jsc Voc FF PCE

T7SBz-Bz2 chlorobenzene 7.43 � 0.3 0.58 � 0.01 0.59 � 0.04 2.54 � 0.16 8.93 � 0.4 0.60 � 0.01 0.58 � 0.04 3.11 � 0.18
T7SBz-Bz2 THF 8.01 � 0.2 0.57 � 0.01 0.59 � 0.05 2.69 � 0.19 10.81 � 0.5 0.61 � 0.01 0.60 � 0.03 3.96 � 0.17

( Jsc in mA cm�2; FF and PCE in %; Voc in V)

Journal of Materials Chemistry C Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

3 
A

ug
us

t 2
02

1.
 D

ow
nl

oa
de

d 
on

 9
/1

6/
20

21
 1

0:
54

:0
1 

A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d1tc02641k


O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

3 
A

ug
us

t 2
02

1.
 D

ow
nl

oa
de

d 
on

 9
/1

6/
20

21
 1

0:
54

:0
1 

A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d1tc02641k


O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

3 
A

ug
us

t 2
02

1.
 D

ow
nl

oa
de

d 
on

 9
/1

6/
20

21
 1

0:
54

:0
1 

A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d1tc02641k

